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106.(D)  Neoprene is prepared from chloroprene. 

107.(A)  Polymer formed from two different types of monomer is called as copolymer. Buna –S is prepared from 
1, 3 butadiene and styrene. 

108.(D)   Polystyrene is prepared from styrene. 

109.(D) Polythene, natural rubber, Teflon, orlon, Neoprene and PVC are addition homopolymers. Cellulose and 
starch are condensation homopolymers. Nylon and polyester are condensation copolymers. Bakelite is 
network polymer. 

110.(D)  Natural rubber is polymer of isoprene 2 2
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111.(B)  Fibre polymer possess strongest forces due to H-bonding or dipole - dipole interaction. 
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    Chloroprene   

114.(C)   

115.(C)    Methyl Methacrylate  
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